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Si Fe Cu Mn Mg Cr Zn

A2017 0.73 0.53 3.8 0.48 0.65 0.03 0.05

A5052 0.12 0.25 0.03 0.05 2.4 0.17 0.02

Al Zn Mn Si Cu Ni Fe

MC2B 8.3 0.50 0.35 0.01 0.002 0.0007 0.0017














